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Abstract-One of the main objective of mechanics of materials
is to predict when the material experiences fracture (fails), and
to prevent this failure. With this objective in mind, it is desirable
to use it ductile materials, i.e., materials which can sustain large
deformations without failure. Von Mises criterion enables us
to predict the failure of such ductile materials. To apply this
criterion, we need to know the exact stresses applied at different
directions. In practice, we only know these stresses with interval
or fuzzy uncertainty. In this paper, we describe how we can
apply this criterion under such uncertainty, and how to make
this application computationally efficient.

I. WHAT IS VON MrSES CRITERION: IN BRIEF

A. Basics of Mechanics of Materials: the Notion of Stress

When a force is applied to a material, this material deforms
and at some point breaks down. We can gauge the effect of
the force by the stress, the force per unit area. The larger the
stress, the larger the deformation; at some point, larger stress
leads to a breakdown.

B. Case of Small Stress: Elastic (Reversible) Deformations

When the stress is small, no irreversible damage occurs, all
deformations are reversible.

The original shape of the material (i.e., the shape in the
absence of stress) is the one to which the undamaged material
reverts. Thus, under small stress, the material returns to its

original shape once the force is no longer applied. Such
reversible deformation which return to the original shape is
called elastic .

C. Case of Larger Stress: Irreversible (Plastic) Deformation

An increased level of stress causes irreversible damage
in the material. In this case, after the force is no longer

applied, the material does not return to its original shape. Such
irreversible deformation is called plastic or yielding.

D. From Plastic Deformation to Failure

Under plastic deformation, there is an irreversible damage
to the material, but this damage occurs on the microlevel. On
the macrolevel, the material may be slightly misshapen and
somewhat twisted, but it is still intact and it can still serve its
purpose.

However, as the stress increases, it causes macrodamage
too: the material experiences fractures. In many mechanical
designs, the fractured material can no longer fulfil its duties,
so it is usually said that this material fails.

£. Predicting Failure is Extremely Important

Material failure can have catastrophic consequences. As a
result, it is extremely important to predict when a material can
fail.

In many practical situations, it is also important to know
when the yielding starts, because while the yielding itself is
usually not catastrophic, the resulting irreversible damage start
weakening the mechanical construction can lead to a failure
in the long run.

F. Case of l-D Stress

Let us first consider the simplest situation of a l-D stress,
when the force is only applied in one direction. In this case,
as we have mentioned, both the yielding and the failure start
when the stress becomes large enough. In other words, for I-D
stress, for each material, there are two thresholds:

• the threshold (]"y after which yielding starts, and
• the threshold (]"f > (]"y after which the material fails.

G. Ductile Materials and their Practical Importance

In practical applications, it is desirable to use materials
which can sustain large deformations without failure.

This is not always possible: e.g., some materials such as
ceramics fail almost immediately after the yielding starts.
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However, many other materials can sustain large plastic
deformations without failure. Such materials are called ductile.
Examples of ductile materials include ductile metals such as

copper, silver, gold, and steel; it is possible to deform these
ductile metals into wire without breaking them.

In view of many important applications of ductile materials,
it is necessary to predict when they fail.

H. Case of General (3-D) Stress: Importance

We have mentioned that for l-D stress, it is easy to predict
when a material fails: when the stress exceeds its failure
threshold.

In real life, situations in which the force comes from only
one direction are rare. Usually, have a combination of stresses

coming from different directions. It is therefore important to
be able to predict when a material fails under such 3-D stress.

I. Case of General (3-D) Stress: Formulation of the Problem

A general 3-D stress can be described as a combination

of three stresses 0"1, 0"2, and 0"3 applied at three orthogonal
directions. It is therefore desirable to be able, given the three
stresses O"i, to be able to predict when a ductile material fails
under these stresses.

J. Maxwell's Mathematical Solution to the Problem

First solution to this problem was provided by Maxwell.
The first solution to this important problem was provided by
Maxwell (of the electromagnetic equations fame) in the 1860s.
As we will see, Maxwell's formulas are still used to predict
the material's failure.

Because of the continuing practical importance of
Maxwell's solution, in this section, we will briefly reproduce
Maxwell's derivations - to make the resulting formulas more
understandable. (Of course, our rendering of Maxwell's deriva­
tion will be somewhat modernized.)

Those readers who are already familiar with failure mechan­
ics and with the von Mises criterion (and with its motivations)
are welcome skip this section.

Need for an appropriate combination of stresses: physical
motivations. In the I-D case, the corresponding stress 0"

provides a numerical measure of how stressed the material

is: when this stress exceeds a given threshold 0" f, the material
fails.

In the 3-D case, we have three different stresses 0"1, 0"2,

and 0"3. Informally, all these three stresses contribute to the
"overall stress". When this "combined stress" exceeds a certain

threshold, the material fails. Thus, to be able to predict when a
material fails, we must be able to find out how this "combined

stress" depends on the individual stresses O"i.

Maxwell's main idea is thus to combine the there stresses

0"1. 0"2, and 0"3 into a single numerical criterion f(O"l, 0"2, 0"3)

that would decide when a material fails. To be more precise,
Maxwell assumed that there exists a threshold value fo such
that:

• when f(O"l, 0"2, 0"3) < fo, the material remains intact (i.e.,
undamaged on the macro level);

Need for an appropriate combination of stresses: mathe­
matical motivations. The existence of a combination function

f(O"1.0"2,0"3) is motivated not only by physics, it can also be
justified on purely mathematical grounds.

Specifically, for every material and for every triple
(0"1,0"2,0"3) of the corresponding stresses, we can check
whether the corresponding combination of stresses indeed
leads to a failure. Thus, in the 3-D space R3, we have a set
S of all possible combinations which lead a failure, and its
complement, a set of all combinations which do not lead to a
failure.

From the mathematical viewpoint, for every set S ~ R3,

there exist a function f : R3 ---4 R and a real number fo such
that:

• f(x) 2: fo for all the points xES and
• f(x) < fo for all x rt S.

For example, as the desired function f, we can take a
characteristic function of the set S, Le., a function for which

f(x) = 1for xES and f(x) = 0 for x rt S. For this function,
the above separation property occurs for fo = 1.

In the general case, for an arbitrary set S, this function has
to be discontinuous. However, for well-behaved sets, we can

select this function to be continuous (see, e.g., [5]), and if the
boundary is smooth, we can have a smooth function f(x).

Main ideas behind Maxwell's solution. Maxwell's solution

is based on two ideas widely used in physics applications:

• on the mathematical idea of ignoring higher order terms
in the Taylor expansion, and

• on the physical idea of symmetry.

Ignoring higher order terms in the Taylor expansion:
details. In physics, most dependencies are smooth (differen­

tiable). In general, a smooth function f(O"l, 0"2, 0"3) can be
expanded into Taylor series in O"i:

333

f(O"l, 0"2, 0"3) = ao + L ai . O"i + L L aij . O"i . O"j + ...
i=l i=l j=l

for appropriate coefficients ao, ai, aij, ...

We are interested in ductile materials, i.e., materials that

can sustain reasonably large stresses without failing. However,
even for the best of such materials, these large stresses are
much smaller than the stresses that we can potentially apply.
So, we can consider the values O"i to be reasonable small and

do what physicists usually do - ignore higher order terms in
the above expansion.

First try: linear approximation. A natural first approxima­
tion is when we ignore quadratic and higher order terms. In
this case, we get the following reasonable linear approximation
to the desired function f(O"l, 0"2, 0"3):

3

f(O"l, 0"2, 0"3) = ao +L ai . O"i·
i=l
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